TEST FLOOR (200 m?) -
Design of structural tests

® 10 jacks (from 1t to 100t)

® 25 movable sensors

® |[ndependent electronics and
pump

® Various frame configurations

\ _

Material testing

® Testing machines from 100 N to
1000 kN, axial and axial-torsion,
static and fatigue loading

® Temperature chambers (-70°C

WHAT WE OFFER : SERVICES & EXPERTISE

® Characterization of materials or structures

® Access to characterization infrastructure /
equipment

® Measurement campaign realized by UCLouvain
staff/members

® Collaborative research

Certificate No. 213-TEST

Special tests on Tests realised under
railway equipment ISO 17025 accreditation
® Applications: resilient elements
for railway infrastructure, rail
fastening systems ) )
® Testing: bedding modulus, fatigue, under tension, relaxation of
ageing, water resistance, tensile prestressing and reinforcing steel
tests, longitudinal restraint, etc.
® Standards: EN 13481, EN 16730,
EN 17282, EN 17319, EN 17682, DIN

K4673, tc. . . / k /

CONTACT

Platform manager

® Tension on steel, fatigue, corrosion

Collaborative research Catherine Doneux
N . responsable-lemsc@uclouvain.be
® Characterization of materials or +32(O)10/47.22.70

structures — on wood elements,
metallic materials (Al, Ti, Steel),
concrete, bricks, composite,

Test floor manager
Christophe Bayart
christophe.bayart@uclouvain.be

+250°C and +1200°C) resin, Fiber Resin Composites +32(0)10/47.21.19
® DIC equipment with 4 cameras (FRC), connections, samples, Secretariat
® Optic Fibers beams, floors, columns, walls, +32(0)10/47.2113
{Motion capture / Ketc.
Picture credits : Aurore Delsoir - Yvan Flamant www.uclouvain.be/lemsc
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